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Abstract: In the majority of photocatalytic applications, the photocatalyst is dispersed as a suspension
of nanoparticles. The suspension provides a higher surface for the photocatalytic reaction in respect
to immobilized photocatalysts. However, this implies that recovery of the particles by filtration or
centrifugation is needed to collect and regenerate the photocatalyst. This complicates the regeneration
process and, at the same time, leads to material loss and potential toxicity. In this work, a new
nanofibrous membrane, g-C3N4/PMMA/PUR, was prepared by the fixation of exfoliated g-C3N4

to polyurethane nanofibers using thin layers of poly(methyl methacrylate) (PMMA). The optimal
amount of PMMA was determined by measuring the adsorption and photocatalytic properties
of g-C3N4/PMMA/PUR membranes (with a different PMMA content) in an aqueous solution of
methylene blue. It was found that the prepared membranes were able to effectively adsorb and
decompose methylene blue. On top of that, the membranes evinced a self-cleaning behavior,
showing no coloration on their surfaces after contact with methylene blue, unlike in the case of
unmodified fabric. After further treatment with H2O2, no decrease in photocatalytic activity was
observed, indicating that the prepared membrane can also be easily regenerated. This study promises
possibilities for the production of photocatalytic membranes and fabrics for both chemical and
biological contaminant control.

Keywords: exfoliated carbon nitride; self-cleaning surfaces; immersion coating; polyurethane
nanofibers; photocatalysis; polymers; membrane; poly(methyl methacrylate)

1. Introduction

Rapid growth in population and industrialization is the main factor responsible for the increase in
chemical and biological contaminants in our environment. In recent decades, many modern methods
have been used for the purification of water including ultrafiltration [1–3], solvent extraction [4,5],
electrochemical treatment [6,7], chemical precipitation [8], membrane technologies and adsorption [9,10].
However, most of these methods suffer from various drawbacks such as the need for large tanks to
obtain high effectivity in the case of chemical precipitation processes. The adsorption technique is
widely used due to its simple and effective elimination of pollutants (organic and inorganic) from
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aqueous solutions [11–14]. Adsorption by activated carbon is the most used method of dye removal
due to good removal efficiency of a wide variety of dyes. Performance is dependent on the type
of carbon used and the characteristics of the wastewater. The removal rate can be improved using
massive doses of activated carbon. However, the re-use of regenerated activated carbon results in a
steep reduction in adsorption capacity and the efficiency of dye removal becomes unpredictable and
dependent on massive doses of such re-used activated carbon. Activated carbon is also very expensive
and its reactivation results in 10%–15% loss of the sorbent [15–17].

A promising method in order to overcome issues such as limited sorption capacity and regeneration
is the use of materials with photocatalytic activity. Carbon nitride (g-C3N4) is a metal-free organic
semiconductor. This material is an attractive candidate in the field of photocatalysis due to its chemical
stability, non-toxicity, straightforward preparation procedure and ability to absorb light efficiently in
the visible range due to a narrow band gap (2.7 eV) [18–20]. g-C3N4 has been used in photocatalytic
applications such as water splitting [21,22], the photocatalytic degradation of air pollutants, such
as NOx [23,24], water pollutants such as the dyes, rhodamine B [25–27], methyl orange [28], and
methylene blue [29–31], and other industrial pollutants such as antibiotics [32] or phenols [33–35].
In recent years, g-C3N4 was also successfully tested for the degradation of pharmaceuticals, such
as sulfamethazine [36] or ciprofloxacin [37], which has become a worldwide issue. In particular,
in our previous work, thermally exfoliated carbon nitride already showed very good photocatalytic
efficiency in the degradation of dyes and phenol under visible light irradiation [38,39]. To enhance
its photocatalytic activity, g-C3N4 can also be combined with other photocatalytic materials such
as TiO2, NiFeP, MnO2 or Bi12TiO20 to obtain synergic effect. Enhanced photocatalytic activity of
combined photocatalyst can be observed by the significantly increased reaction rate compared to when
photocatalysts (e.g., g-C3N4 and TiO2) are used separately [40–43].

Most of the photocatalysts are tested in suspension, which provides a high surface to volume
ratio. However, the post-recovery process of this suspension of photocatalyst requires a separation
procedure, such as filtration or centrifugation. These recovery processes are not effective enough
to avoid mass loss of the photocatalyst and the difficulty and the required time for the separation
increase with decreasing size of the photocatalyst. For example, the widely used and well-known TiO2

photocatalyst will clog the filter membrane and eventually penetrate through the porous filter [44,45].
As a result, the immobilization of photocatalysts has gained higher interest, since it can provide a
much easier post-recovery of the photocatalyst and possible self-cleaning properties.

The most common self-cleaning materials are derived from nature, such as wings of butterflies
or leaves of lotus. However, these self-cleaning surfaces are related to the superhydrophobic effect.
The superhydrophobic effect occurs when the contact angle formed between the surfaces of the
liquid drop and the surface of the solid is more than 150◦ [46,47]. In 2001, the TiO2 photocatalyst
was used as a different kind of self-cleaning material. Instead of using the superhydrophobic effect,
TiO2 surfaces combine photocatalysis and hydrophilicity. During photocatalysis, organic dirt and
other impurities present on the catalyst surface are chemically degraded by the absorption of light.
Hydrophilicity, on the other hand, causes the formation of a water layer on the surface of the catalyst,
washing away the dirt [48]. Many researchers already published studies on the immobilization
of TiO2 on different types of polymers or other materials. In most cases, TiO2 was immobilized
on polypropylene fabric (PPF) [49–51], polyamide fabric (PA 6) [52–55], poly(methyl methacrylate)
(PMMA) [56], poly(vinylidene difluoride) (PVDF) [57,58] and widely used cotton fabrics [59–61].
However, the research into the immobilization of photocatalysts activated by sunlight such as g-C3N4

was not thorough like in the case of the above-mentioned wide band gap semiconductor TiO2, which
suffers from many drawbacks such as being UV light dependent. This drawback makes TiO2-based
fabrics less attractive for practical application in the future unlike visible light-responsive g-C3N4.
Moreover, the Scientific Committee on Consumer Safety has described the genotoxic, carcinogenic,
and photosensitization behavior of TiO2 nanoparticles (SCCS/1516/13), and several in vitro and in vivo
studies have shown the adverse effects of TiO2 nanoparticles in biological systems [62]. The small-sized
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(10–20 nm) TiO2 nanoparticles may induce oxidative DNA damage, lipid peroxidation, and increased
H2O2 and nitric oxide production in BEAS-2B cells (the human bronchial epithelial cell line) without
photoactivation [63,64].

Unlike TiO2, g-C3N4 was demonstrated to be activated by visible light, non-toxic and with
self-cleaning properties similarly to TiO2 [65–67].

A few experiments with g-C3N4 were performed such as the immobilization of g-C3N4 on
ceramic foam by an in situ thermal approach [68] or on a nickel foam using a facile dip-coating
method followed by a hydrazine hydrate reduction process [69]. In addition, g-C3N4 nanosheets
were immobilized on diatomite via electrostatic adsorption [70] and on cotton fabric assembled via
electrostatic interaction [71].

Recently, the immobilization of the photocatalysts shows vast potential for commercial usage
because the final photocatalysts are environmentally friendly and of low cost, thus being very
economical. Moreover, such novel materials could be used for both chemical and biological
contaminant control and defense purposes for civilians and military against harmful substances
in air. The immobilization of visible-light active g-C3N4 by PMMA is a very promising method for
depositing of g-C3N4 or other visible-light photocatalysts on fibrous fabrics for the reason that PMMA
has very good visible light transmittance (92%) and the visible light can easily reach the surface of
fixed photocatalyst. [72]. PMMA is well-known as a clear, colorless polymer with a glass transition
temperature of 100 to 130 ◦C, with a water absorptivity of 0.3%. In addition, PMMA belongs to a
group of polymers that have higher resistance to sunshine exposure, because it undergoes only small
variations under the effect of UV irradiation. Degradation caused by UV exposure is minimal because
PMMA absorbs only trace amounts of light and UV radiation due to its transparency. This small
amount of absorbed radiation lacks the energy necessary to break down the chemical bonds within
PMMA. This is a unique property for a polymer, and makes PMMA especially suited for photocatalytic
application [73]. PMMA has very good thermal stability, and is known to withstand temperatures as
high as 100 ◦C and as low as −70 ◦C. The next advantage worth mentioning consists of the low thermal
conductivity (λ = 0.2 Wm−1 K−1) and high mechanical stability of PMMA [74]. PMMA also possesses
very good optical properties, with a refractive index of 1.490, and a good degree of compatibility with
human tissue [75–77]. All these properties are very important for preserving the high photocatalytic
activity of the deposited photocatalysts. PMMA has also been used in biomedical applications due to its
non-toxic properties, low cost, easy processability, compatibility and minimal inflammatory reactions
with tissues, and greater fracture resistance, especially when used in cranioplasty [78–80]. It is also
worth noting that PMMA is stable during photocatalysis and it is not decomposed by photogenerated
electrons and holes or by reactive oxygen species created during photocatalytic processes. Zhang et al.
synthesized highly visible transparent and UV-blocking ZnO@PMMA nanocomposite films which can
almost completely absorb the UV radiation of wavelengths lower than 340 nm and no degradation of
PMMA was observed [81].

In this study, we decided to use the very well-known methylene blue (MB) dye as a model
pollutant because its concentration can be easily measured by UV–Vis absorption spectrophotometry,
monitoring the removal efficiency of the selected simulant by the prepared membranes. It is known
that MB belongs to toxic chemical compounds that can cause burns on contact with eyes, leading to
possible permanent injury to humans and animals. On inhalation, it can give rise to a short period
of rapid or difficult breathing and ingestion produces a burning sensation, and may cause nausea,
vomiting and mental confusion [82]. Therefore, it is extremely important to prepare materials that
can remove such hazardous pollutants from the environment. We also chose MB dye as a pollution
simulant in our adsorption and photocatalytic experiments because MB is one of the most tested dyes
in the field of photocatalysis and its degradation mechanism is well known [83–86].

Nanofibrous fabric, NnF MBRANE®-PUR, from the company PARDAM was chosen for its
good chemical resistance and the possibility of making single-fiber coating according to our previous
work [87].
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In this work, g-C3N4 was immobilized with different amounts of PMMA on polyurethane (PUR)
nanofibrous fabric. The appropriate amount of PMMA was investigated with the aim to obtain a novel
g-C3N4/PMMA/PUR membrane with high photocatalytic activity towards the photodegradation of
the cationic dye methylene blue. Regeneration of our materials with highly preserved photocatalytic
activity is also very important for practical application and this was one of our major goals in our
research. So, after testing the performance during the photodegradation of MB, the material used
was regenerated using irradiation and hydrogen peroxide to completely remove non-toxic aliphatic
residues resulting from MB decomposition adsorbed on the surface of the membrane. After this
procedure, the already used membrane was subjected to new photocatalytic tests.

2. Experimental Section

2.1. Materials

Melamine (≥99%) was purchased from Merck KGaA (Darmstadt, Germany). The material
used for the immobilization of the photocatalysts was the nanofibrous fabric, NnF MBRANE®-PUR
(weight of fabric 5 g/m2), from the company PARDAM (Roudnice n/L, Czech Republic). Poly(methyl
metacrylate) BS 150N was obtained from Altuglas® (Saint-Avold, France). Hydrogen peroxide (30%
p.a.) was purchased from Merck KGaA (Darmstadt, Germany). The ultrapure water was produced
by a MembraPure Astacus system (MembraPure GmbH, Hennigsdorf, Germany), methylene blue
(C.I. 52015) was purchased from Merck KGaA (Darmstadt, Germany) and acetone (≥99.8%, AnalaR
NORMAPUR® ACS, Reag. Ph. Eur. analytical reagent) was purchased from VWR Chemicals GmbH
(Dresden, Germany).

2.2. Preparation of g-C3N4

In a typical synthesis, 5 g of melamine was put into a ceramic crucible with a ceramic cup and
heated for 4 h in air at 550 ◦C, with the heating rate set at 3 ◦C min−1. After the heating period, the
sample was cooled down to room temperature naturally. The obtained bulk g-C3N4 material was
milled into fine powder for further use. The exfoliated g-C3N4 was prepared from bulk g-C3N4 by
further thermal exfoliation for 2 h at 500 ◦C in the air according to our previous work [39]. The resulting
material was denoted in this work as exfoliated g-C3N4 (ECN).

2.3. Preparation of g-C3N4/PMMA/PUR

The acetone-PMMA solutions were prepared by adding 100, 250, 375, 500, 750 or 1000 mg of
solid PMMA powder into 10 mL of acetone. The acetone-PMMA solutions were covered to minimize
evaporation of acetone and thoroughly mixed through mechanical stirring for 6 h to completely
dissolve PMMA. In the next step, 30 mg of ECN was transferred into 10 mL of acetone and sonicated for
2 min (solution acetone-ECN) to enhance the de-agglomeration of ECN in acetone and then transferred
into the Petri dish (100 × 15 mm). The final materials were prepared by a dip-coating method as
follows: the acetone-PMMA solution was transferred into Petri dish (100 × 15 mm), the depth of
acetone-PMMA solution in Petri dish was 0.3 mm. The PUR fabric with a diameter of 5.5 cm was
immersed in acetone-PMMA solution for 1 min to adsorb molecules of PMMA. The as-prepared
PMMA-PUR fabric was removed from acetone-PMMA solution and immediately immersed into a
Petri dish (100 × 15 mm) with the acetone-ECN solution only for 2 min. After 2 minutes, the fabric was
removed from the acetone-ECN solution, dried in air and washed several times by demineralized water
and ethanol. Prepared fabrics were denoted as S1 (containing 100 mg PMMA), S2 (250 mg PMMA), S3
(375 mg PMMA), S4 (500 mg PMMA), S5 (750 mg PMMA) and S6 (250 mg PMMA). The compositions
of both solutions are presented in Table 1.
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Table 1. Experimental setup codes.

Sample PMMA (mg) ECN (mg) Acetone (mL)

S1 100 30 10
S2 250 30 10
S3 375 30 10
S4 500 30 10
S5 750 30 10
S6 1000 30 10

2.4. Material Characterization

Prepared materials were studied by scanning electron microscopy (SEM) FEI Quanta 650 FEG
(Thermo Fisher Scientific, Waltham, MA, USA) and transmission electron microscopy (TEM) Jeol JEM
1230 (JEOL, Tokyo, Japan), operating at 80 kV.

A high-resolution scanning electron microscope (HRSEM), FEI Nova NanoSEM 450 (FEI Company,
Hillsboro, OR, USA), equipped with a circular backscatter detector (CBS), was used to study the
morphology of prepared samples. Every sample was deposited on a conductive carbon adhesive disc
and measured at an acceleration voltage of 5 kV in the high-vacuum mode.

A scanning/transmission electron microscope (S/TEM), Talos F200X (Thermo Fisher Scientific,
Waltham, MA, USA), combined with high-resolution S/TEM and TEM imaging, was used for further
study of the morphology of all samples. The sample was placed on a copper-silicon dioxide grid and
then measured.

Photoluminescence spectra were measured by the fluorescence spectrometer FLS920 (Edinburgh
Instrument Ltd., Livingston, UK), equipped with a 450 W Xenon lamp (Xe900). The excitation
wavelength was set at 325 nm. The emission spectra were measured from 360 to 590 nm.

Textural parameters such as surface roughness and the outer diameter of the nanofibers was
characterized by a digital 4K ultra high-accuracy microscope (VHX-7000, Keyence, Osaka, Japan).

UV–Vis DRS spectra were measured with a Shimadzu UV-2600 (IRS-2600Plus) (Shimadzu, Kyoto,
Japan) spectrophotometer at room temperature. All spectra were measured in the range of 220–1400 nm
and then transformed to Kubelka–Munk units.

The UV–Vis absorbance spectra of methylene blue during adsorption and photocatalytic
experiments were measured by a Varian Cary 100 Bio UV–Vis spectrophotometer (Agilent Technologies,
Santa Clara, CA, USA) in the range of 290–800 nm.

The portable fluorospectrometer NanoDrop 3300 Fluorospectrometer (Thermo Fisher Scientific,
Waltham MA, USA) was used for the estimation of the concentration of released ECN material.

2.5. Adsorption and Photocatalytic Experiments

The photocatalytic activity of the prepared ECN/PMMA/PUR fabrics (further denoted as modified
fabrics with the specific sample numbering S1–S6) was tested in an aqueous solution of methylene
blue (total volume was 6 mL with concentration of 2 mg L−1). The tested surface area in the reactor
was equal to 24 cm2. The reactions were performed under visible light irradiation using a 10 W
light-emitting diode (LED) with a maximum emission at 416 nm (FWHM = 17 nm) situated 10 cm
above the surface of the immersed fabric. The experimental setup used in our work is depicted in
Figure 1. Direct adsorption tests were also performed. Prior to irradiation, fabrics were kept in contact
with the methylene blue solution in the dark for 1 h to achieve adsorption–desorption equilibrium.
After that, irradiation with the LED was started. A 1 mL aliquot of the solution was extracted from
the reactor at pre-specified time intervals. The absorbance of the aliquot was measured at 664 nm
(maximum absorbance peak of MB) by an UV–Vis spectrophotometer and the same amount was
returned back into tested solution. Using a calibration curve, the absorbance was converted to the
concentration and the observed rate constant (kobs) was calculated. The stability of the fabric was
investigated by recycling the photocatalysts after MB degradation experiments.
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Figure 1. The experimental setup used in our work (dimensions: d = 55 mm, h = 2.5 mm).

2.6. Regeneration Studies

The regeneration procedure was conducted employing different approaches using the sample
denoted S4 (for details see Table 1). In the first method, the already used modified fabric (S4) was
irradiated by 416 nm LED for 1 h in demineralized water. Afterwards, the fabric was re-used for the
photodegradation of MB dye for 3 cycles (the 2nd, 3rd and 4th cycle) and in between each cycle, the
LED treatment was repeated. The second cleaning method was based on irradiation, for 2 h, in 30%
H2O2 to clean all the unwanted contaminants created during the photocatalytic degradation of MB.
After 2 h, the tested fabric was washed with demineralized water and irradiated for a further 30 min
prior to re-use for the photodegradation of MB for another 2 cycles (the 5th and 6th cycle).

3. Results and Discussion

3.1. Preparation of the Membrane

In this work, g-C3N4/PMMA/PUR membranes were prepared by the immobilization of the ECN
photocatalyst on the fabric using PMMA and then their photocatalytic and adsorption properties in
the model dye methylene blue was investigated. The regeneration and the re-utilization of the most
effective membrane was also tested.

Dissolution of polymer plays an important role in creating membranes and thin films—specifically
during the process known as phase inversion, which is used for the formation of asymmetric membranes.
During this process, a polymeric thin film is created on a substrate from a polymeric solution that
is exposed to air (dry phase inversion) to cause polymer precipitation. The final structure of the
polymeric membrane is determined by the extent of polymer dissolution. The dissolution of the
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polymer involves two steps (solvent diffusion and chain disruption) unlike dissolution in the case of
non-polymeric materials [88]. In our work, the polymeric solution used is an acetone-PMMA solution
and the substrate consists of PUR nanofibers. These fibers were immersed in the acetone-PMMA
solution for 1 min because the dry phase inversion started to occur almost immediately. To stop this
process, we had to immediately transfer the fabric into an acetone-ECN solution to disrupt the partially
already polymerized PMMA on the surface of PUR and to fix the ECN on the fabric. This immersion
lasted for 2 min. Based on scanning electron microscopy observation, it took 2 min to incorporate ECN
material into the PMMA-PUR top layers. Then dry phase inversion occurred again. It should be noted
that the short time for immersion was necessary to preserve structure of PUR nanofibers. It is well
known that polar polymer PUR is not resistant to polar solvents such as acetone for the reason that
polar solvents dissolve polar solutes [89]. This procedure was followed for the preparation of all the
different g-C3N4/PMMA/PUR membranes containing different amounts of PMMA.

3.2. Microscopy Characterization

Electron microscopy was used to determine any relevant changes in the PUR fabric surface when
modified with photocatalysts.

In Figure 2, SEM images of pure ECN and modified fabrics (S1, S2 and S6) are shown. SEM images
of bulk g-C3N4 and a STEM image of the detailed thin structure of ECN are depicted in Figure S1
(Supplementary Materials). It was observed that g-C3N4 does not create stable solution in acetone
and weak agglomeration may occur (Figure 2a). This was confirmed by other researchers as well [90].
With the addition of PMMA, the PUR nanofibers are covered by a bumpy surface composed of a
mixture of ECN and PMMA (Figure 2b,c). Increasing amounts of PMMA form layers with an increasing
thickness between the PUR nanofibers. When the amount of used PMMA reaches 1000 mg, a very
thick continuous monolithic multi-layered surface is created between the PUR fibers. This leads to a
decrease in the adsorption capacity of the modified fabrics (Figure 2d). Moreover, the higher amount
of PMMA (1000 mg) in the modified fabric reduces the flexibility of the final membrane, causing it to
be more plastic and stiffer.
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In Figure 3, the detailed SEM images of sample S4 (see Table 1) are shown. From these images,
we can clearly observe a denser structure than for sample S2 (Figure 2c), but with enough free spaces
compared to sample S6 (Figure 2d). In Figure 3d, the very smooth surface of PMMA interlaced with
ECN material is visible. In Figure S2, we can clearly distinguish all materials used. Other parameters
such as the outer diameter of the PUR nanofibers and the surface roughness of unmodified and
modified S4 fabrics were measured by 4K digital microscope. After analysis, we can clearly see that
the commercial material used here and denoted as NnF MBRANE®-PUR is composed of fibers with an
outer diameter ranging from 300 nm to 1.8 µm, and only a few fibers had an outer diameter greater
than 2 µm (Figure S3). The roughness analysis (Figure S4) revealed that the mean roughness depth
(Rz) is lowered from 23.43 to 17.62 µm after modification. The roughness was probably lowered due to
the preparation method. When the fabric was immersed in the PMMA solution, thin layers of PMMA
were created around the PUR nanofibers and the fibers were connected via PMMA bridges (Figure 3b).
The average roughness (Ra) of the modified S4 fabric was 3.25 µm, and the unmodified fabric had an
Ra = 3.72 µm. The roughness profile of S4 shows the creation of a more uniform layer with a lower
depth of valleys and a lower height of peaks (Figure S4b) compared to the unmodified PUR fabric
(Figure S4a).
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Figure 3. HRSEM images of the modified S4 fabric at different magnifications: (a) 400×, (b) 6000×,
(c) 12,000× and (d) 20,000×.

In Figure 4, some uncovered fibers are shown and it is apparent that the outer diameter of the
PUR nanofibers was not affected by the preparation method using acetone. No swelling or dissolution
of the PUR nanofibers was observed and their outer diameter ranged from 300 nm to 1.5 µm.
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Figure 4. A HRSEM image of the modified S4 fabric with histogram of the outer diameter of PUR fibers
inserted as an inset.

3.3. UV–Vis DRS and Photoluminescence Characterization

UV–Vis spectra of the ECN, the unmodified and the modified (S4) fabrics are shown in Figure 5.
Both fabrics show significant differences in UV–Vis diffuse reflectance spectra. The PMMA-ECN
modified fabric has a higher absorbance than the unmodified fabric, in the measured spectrum starting
at 419 nm, similar to pure powder ECN nanomaterial. Therefore, the optical properties of ECN and its
band gap energy did not significantly change even after fixation on the PUR fabric. The band gap was
determined by plotting (KM * hν)0.5 vs. hν. It is worth noting that thermally exfoliated g-C3N4 always
consists of more exfoliated nanosheets, with a small amount of bulk-like g-C3N4 residuals [91].
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estimated band gap energy inserted as an inset.

Due to the use of the dip-coating technique, the lighter exfoliated g-C3N4 material is easily fixed
to the surface of the PUR fabric, while the less exfoliated bulk-like material remains at the bottom
of the Petri dish, and thus the modified fabric contains mostly better exfoliated g-C3N4. This can be
observed as a small blue shift from 423 to 419 nm in Figure 5. The PL emission spectra of the ECN,
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unmodified and modified S4 fabrics are shown in Figure 6. g-C3N4 is well known for its combination of
photogenerated electrons and holes and thus intense emission band, with a maximum at approximately
430 nm.
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As shown in Figure 6, the unmodified fabric did not show any emission band, while the modified
fabric showed an emission band similar to the pure ECN material. This measurement also confirmed
that no defects were introduced into the structure of ECN during the preparation method. The small
blue shift observed in the PL spectra of the modified fabric from the pure ECN spectra is in good
agreement with the small blue shift in UV–Vis DRS spectra, confirming that the PUR fabric modified
by PMMA-ECN contains more exfoliated g-C3N4 than the starting powdered ECN material.

3.4. The Adsorption and Photocatalytic Degradation of Methylene Blue

The photocatalytic degradation of MB dye using the unmodified fabric and the
g-C3N4/PMMA/PUR (further denoted as modified) fabric samples S1–S6 was evaluated and the
results from measurements are shown in Figure 7. The heterogeneous reaction rate <r> of MB and the
reactive oxygen species (ROS) on the surface of ECN can be described by the Langmuir–Hinshelwood
Equation [92]:

〈r〉 = −
dcMB

dt
= kh

KMBcMB

1 + KMBcMB + ΣKici

KROScROS
1 + KROScROS

(1)

where kh is a kinetic parameter; KMB, KROS, Ki, and cMB, cROS, ci, are the adsorption constants and
concentrations of the remaining MB, the reactive oxygen species and the intermediates, respectively.
In the case cROS >> cMB and when ΣKici can be neglected due to expected low concentration of
intermediates, Equation (1) can be simplified to its mostly used form:

〈r〉 = kapp
KMBcMB

1 + KMBcMB
(2)

where kapp is an apparent kinetic parameter, depending on the irradiation intensity, the mass and the
nature of the solid phase (photocatalyst) and the concentration of ROS. It was theoretically proven that
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this model is appropriate for the first-order kinetics. Since MB concentrations were very low (2 mg
L−1), KMBcMB << 1 and Equation (2) can be reduced to the pseudo-first-order reaction:

〈r〉 = kappKMBcMB = kobscMB (3)

where kobs is the observed kinetic constant. The observed kinetic constant (kobs) was obtained by fitting
the measured data to the integrated rate equation of the first-order kinetics (ln c0/c = kobs, where c0 and
c are the concentrations of MB at time t = 0 and t = t, respectively).
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Figure 7. (a) Measured absorbance of methylene blue at wavelength 664 nm vs time of the adsorption
and photocatalytic processes in the presence of the different samples of fabrics (unmodified and
modified S1–6). In the first hour the adsorption was performed in the dark, then the visible light
irradiation was used (λ = 416 nm). (b) Typical absorption spectra of the aqueous MB solution in the
presence of sample S4. The spectra are reported for the initial concentration of MB (when the MB and
the membrane are mixed) to 45 min after irradiation with light (time t = 0 corresponds to the moment
the irradiation light was switched on).

From Figure 7a, it is evident that the unmodified fabric does not have photocatalytic activity and
that it is characterized by low adsorption in dark after 1 h. We also observed that a small amount of
MB dye was released back into the solution by desorption from the unmodified fabric. In addition,
no decrease in the concentration of MB was observed during irradiation, and so the photolysis of
MB can be neglected. In contrast, a photocatalytic effect is observed when using the modified fabric.
In Figure 8, the dependence between the amount of PMMA used during the preparation of the modified
fabric and the performance of the different fabrics is shown. The left y-axis in Figure 8 represents the
photocatalytic activity of different fabrics and the right y-axis represents the adsorption of methylene
blue by different fabrics after 1 h in the dark.

The mechanism of adsorption of cationic MB by PMMA is probably chemisorption due to the
physicochemical properties and functional groups possessed by the adsorbent mixture of PMMA and
ECN. This probably involves the sharing of electrons between MB and ECN/PMMA. MB dye adsorption
may involve physi- or chemi-sorption, including intermolecular interactions such as hydrogen bonding.
Zeta potential analysis shows that the electrostatic interaction between the cationic MB dye molecule
and the negatively charged ECN and PMMA plays a crucial role in the high sorption of MB on these
materials [35]. MB is a cationic dye and the zeta potential of PMMA is known to be negative [93].
Further, the ECN material also possesses electron-rich NH groups. The adsorption of MB on the
modified fabrics is caused not only by PMMA but also by ECN, which adsorbs cationic MB dye by
electrostatic interaction. The adsorption of MB dye increases with an increasing amount of PMMA,
until 750 mg of PMMA is reached. With very high PMMA values (1000 mg), the adsorption capacity
decreases. Such a decrease in adsorption may be caused by the formation of a very thick continuous
monolithic multi-layered surface of PMMA; see Figure 2d. All modified fabrics also show increasing
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photocatalytic activity with an increasing amount of PMMA, until 500 mg of PMMA is reached. Higher
amounts of PMMA do not further enhance the photocatalytic activity. This trend may be caused by an
increased amount of incorporated ECN on the PUR fabric when higher amounts of PMMA are used.
However, when amounts of PMMA higher of 500 mg are used, the incorporation of ECN does not
increase and the higher amount of PMMA hinders the interaction of ECN with the pollutant. Based on
the lower MB adsorption for sample S6 (1000 mg) and its preserved photocatalytic activity (observed
kinetic constant above 0.0517 min−1), we assume that the incorporated ECN material was not covered
by PMMA even at higher concentrations. This observation confirms that the preparation method
appears to be suitable and meets the desired properties such as high amount of incorporated ECN on
the PUR fabric.
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Figure 8. Measured values of adsorption in the dark and photocatalytic activity with confidence
intervals under visible light irradiation of the unmodified and modified fabrics.

A picture of the unmodified and modified (S4) fabric after photocatalytic experiments is shown in
Figure 9. It can be clearly observed that the unmodified fabric was colored in blue by the adsorbed MB
dye, while the modified fabric was colorless due to the complete degradation of MB on its surface.
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In Figure 10, the absorbance of the MB solution is depicted at different times during the adsorption
and photocatalytic experiments with the four different fabrics. The measured wavelength was set
at 360 nm. This wavelength corresponds to the maximum absorption peak of pure ECN material in
aqueous solution. It can be observed that the absorbance intensity at 360 nm is not increasing with
time during dark adsorption, and thus ECN is fixed very well on PUR by PMMA. A slight increase in
absorbance intensity was nevertheless observed during irradiation experiments. However, this slight
increase could also be caused by intermediates created during the photodegradation of MB and not by
released ECN material from the fabric. For further study to evaluate the stability of the prepared fabric,
photoluminescence spectroscopy was used.
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Figure 10. The absorbance of the MB solution, measured at 360 nm, for the unmodified and the
modified (S1, S4 and S6) fabrics at different times of the adsorption and photocatalytic experiments.

As shown in Figure 10, the amount of released ECN during and after experiments using PMMA
as a binder cannot be evaluated only using UV–Vis absorption spectroscopy because the increased
absorbance during irradiation may have been caused by intermediates created during the photocatalytic
degradation of MB. Thus, we decided to estimate the approximate amount of released ECN from
the fabric by comparing the photoluminescence intensity of pure ECN dispersions with the known
concentration and PL intensity of three aqueous solutions of MB after photocatalysis with a freshly
prepared sample S4. In particular, four known concentrations of ECN dispersions were used for the
calibration curve—0.3, 1.5, 3 and 30 ppm, which correspond to a measured relative PL intensities of 4.1,
71.7, 496 and 3450, respectively. Measured PL intensities of the MB solutions after photodegradation
experiments were 73.4, 11.8 and 71.2. These values correspond to approximate concentrations of
released ECN during experiment to 0.6, 0.07 and 0.6 ppm. These MB solutions after photodegradation
experiments were further analyzed by SEM. As shown Figure 11, very small particles were observed
and even a short thin fiber with deposited ECN was visible. Small particles observed in solution were
expected due to the lamellar structure of g-C3N4.

These fragments of ECN can be released by shear forces during manipulation. Although ECN is
fixed on the surface of the PUR nanofibers by PMMA, the top layers of g-C3N4 could contain other free
g-C3N4 particles also attached to each other by weak van der Waals forces. High amounts of such free
particles were removed during sample preparation by washing the fabric several times with water and
ethanol. According to the results reported above, a negligible quantity of ECN particles was released
after the washing procedure. This proves the great fixation properties of PMMA in the case of ECN on
the PUR fabrics.
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3.5. Recyclability Study

As shown in Figure 12, the re-utilization of the modified fabric was also investigated.
The experiment was conducted initially through the photodegradation method to regenerate the fabrics
after the photocatalytic experiments. The already used S4 fabric was immersed in the demineralized
water and irradiated for 1 h with the LED at 416 nm. After this procedure, the fabric was white
again, without traces of blue color, and then re-used in the photocatalytic degradation of MB again.
This operation was performed three times, and then the fabric was re-generated in a similar way to
the previous regeneration procedure but with the addition of H2O2 and then re-used twice for the
photocatalytic degradation of MB. It can be observed that the photocatalytic activity of the S4 fabric
initially significantly decreased after each photocatalytic cycle. However, the adsorption ability was
preserved for each further experiment at 55%. The mechanism of regeneration performed only by
irradiation is limited due to the position of the valence and conduction bands in the energy diagram of
g-C3N4 [94]. The energy diagram for g-C3N4 indicates that the valence band potential of ECN is more
negative than that of HO*/OH (1.99 v vs. NHE, pH 7), resulting in the fact that it is not possible to
oxidize the adsorbed OH− groups into hydroxyl radicals by photogenerated holes. The generation
of HO* radicals is the most important advantage of TiO2 and also ZnO over this material. However,
TiO2 and ZnO lack photocatalytic activity under visible light. The self-cleaning properties of ECN
depend on the electron reduction process of adsorbed oxygen to create superoxygen radicals. However,
superoxygen radicals are not as efficient as hydroxyl radicals. Only the use of irradiation does not
allow a 100% regeneration of the fabric. As shown in Figure 9, the modified fabric after experiment
was clearly white without any blue spots just like before experiment, indicating that the fabric surface
was cleaned, proving the self-cleaning properties of prepared membrane. However, the remaining
intermediates were probably caught on the fixed ECN material. This caused lower photocatalytic
efficiency in repeated photocatalytic experiments. However, the adsorption ability was preserved
because PMMA acts as the major adsorption material towards MB.

Carbon nitride is an organic semiconductor nanomaterial and so lower photocatalytic activity
could not be caused by the photocorrosion of ECN like in the case of metal semiconductors such as
ZnS and CdS [95,96]. However, after washing with 30% H2O2 and irradiating for 1 h, we can clearly
see that the photocatalytic activity increased again, and it was similar to the photocatalytic activity
observed in freshly prepared S4 fabric. This indicates that the lower photocatalytic activity in the first
three cycles was probably caused by the contamination of the surface of ECN by intermediates created
during the photocatalytic decomposition of MB. After a proper cleaning (with the addition of H2O2),
the modified (S4) fabric restored its photocatalytic performance, which was similar to the performance
of a freshly prepared sample S4.
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4. Conclusions

In this work, we present a study of a new membrane prepared by the fixation of thermally
exfoliated g-C3N4 to polyurethane nanofibers using thin layers of PMMA as a suitable binder.
The photocatalytically active material, ECN, was prepared by thermal polycondensation of melamine
and further exfoliated in a special heat regime in a furnace. To fix the photocatalyst to the nanofibrous
support fabric, PMMA was selected to create films of various thickness. Using several analytical
techniques, we have proven that the method of preparation showed no effect on the intrinsic properties
of the photocatalyst. The samples were characterized and then used in the photocatalytic degradation of
the model dye, methylene blue. It was demonstrated that the modified fabrics show photocatalytic and
adsorption properties in comparison to the unmodified fabric that does not have any of these properties.
Using increasing amounts of PMMA as a binder, an increase in the adsorption and photocatalytic
efficiency of the modified fabrics was observed due to the enhanced area created by PMMA with even
more fixed ECN material. Comparing the photocatalytic activity and adsorption, it was found that
the optimum amount of PMMA as a binder between ECN and polyurethane nanofibers is 500 mg of
PMMA in 10 mL of acetone and a higher amount of PMMA no longer brings any further benefits.
A stability and recyclability study showed that the g-C3N4/PMMA/PUR fabrics are very stable and
retain high adsorption activity and excellent sustained photocatalytic activity even after repeated
reuse. After photocatalytic experiments, the unmodified fabric was colored in blue by the adsorbed
MB dye, while the modified fabric was colorless due to the complete degradation of MB on its surface,
showing that it successfully achieved self-cleaning ability. The results found the possibility of the
development of more easily post-recovered visible light-activated photocatalytic sorption membranes
and fabrics. Such novel materials could be used even for defense purposes for civilians and military
against harmful substances in water and air.
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oxide and graphitic carbon nitride nanocomposites assembled by electrostatic attraction forces: Synthesis
and characterization. Mater. Chem. Phys. 2019, 228, 228–236. [CrossRef]

http://dx.doi.org/10.1016/j.apcatb.2017.01.061
http://dx.doi.org/10.1016/j.apsusc.2016.07.030
http://dx.doi.org/10.1016/j.apcatb.2016.03.062
http://dx.doi.org/10.1016/j.apcatb.2018.01.030
http://dx.doi.org/10.1016/j.apsusc.2015.07.071
http://dx.doi.org/10.1007/s11356-017-0723-6
http://dx.doi.org/10.1016/j.cej.2017.11.133
http://dx.doi.org/10.1016/j.apsusc.2015.07.179
http://dx.doi.org/10.1016/j.ceramint.2017.11.170
http://dx.doi.org/10.1016/j.apcatb.2016.01.058
http://dx.doi.org/10.1007/s12598-011-0284-7
http://dx.doi.org/10.1016/j.apsusc.2017.01.285
http://dx.doi.org/10.1016/j.jcis.2016.07.012
http://dx.doi.org/10.1016/j.apcatb.2018.01.024
http://dx.doi.org/10.1016/j.apcatb.2015.10.049
http://dx.doi.org/10.1016/j.ijhydene.2018.10.124
http://dx.doi.org/10.1016/j.ceramint.2017.07.067
http://dx.doi.org/10.1016/j.jhazmat.2019.120815
http://dx.doi.org/10.1007/s10853-018-03266-x
http://dx.doi.org/10.1016/j.matchemphys.2019.02.077


Polymers 2020, 12, 850 18 of 20

39. Svoboda, L.; Praus, P.; Lima, M.J.; Sampaio, M.J.; Matýsek, D.; Ritz, M.; Dvorský, R.; Faria, J.L.; Silva, C.G.
Graphitic carbon nitride nanosheets as highly efficient photocatalysts for phenol degradation under
high-power visible LED irradiation. Mater. Res. Bull. 2018, 100, 322–332. [CrossRef]

40. Hu, Z.; Cai, X.; Wang, Z.; Li, S.; Wang, Z.; Xie, X. Construction of carbon-doped supramolecule-based
g-C3N4/TiO2 composites for removal of diclofenac and carbamazepine: A comparative study of operating
parameters, mechanisms, degradation pathways. J. Hazard. Mater. 2019, 380, 120812. [CrossRef]

41. Zhu, Q.; Qiu, B.; Duan, H.; Gong, Y.; Qin, Z.; Shen, B.; Xing, M.; Zhang, J. Electron directed migration
cooperated with thermodynamic regulation over bimetallic NiFeP/g-C3N4 for enhanced photocatalytic
hydrogen evolution. Appl. Catal. B Environ. 2019, 259, 118078. [CrossRef]

42. Wu, B.; Li, Y.; Su, K.; Tan, L.; Liu, X.; Cui, Z.; Yang, X.; Liang, Y.; Li, Z.; Zhu, S.; et al. The enhanced
photocatalytic properties of MnO2/g-C3N4 heterostructure for rapid sterilization under visible light. J. Hazard.
Mater. 2019, 377, 227–236. [CrossRef] [PubMed]

43. Cao, L.; Li, Y.-F.; Tong, Y.; Yang, R.; Sun, L.; Cao, Q.; Chen, R. A novel Bi12TiO20/g-C3N4 hybrid catalyst with
a bionic granum configuration for enhanced photocatalytic degradation of organic pollutants. J. Hazard.
Mater. 2019, 379, 120808. [CrossRef]

44. Olabarrieta, J.; Monzón, O.; Belaustegui, Y.; Alvarez, J.-I.; Zorita, S. Removal of TiO2 nanoparticles from
water by low pressure pilot plant filtration. Sci. Total Environ. 2018, 618, 551–560. [CrossRef] [PubMed]

45. McCullagh, C.; Robertson, J.M.C.; Bahnemann, D.W.; Robertson, P.K.J. The application of TiO2 photocatalysis
for disinfection of water contaminated with pathogenic micro-organisms: A review. Res. Chem. Intermed.
2007, 33, 359–375. [CrossRef]

46. Geyer, F.; D’Acunzi, M.; Sharifi-Aghili, A.; Saal, A.; Gao, N.; Kaltbeitzel, A.; Sloot, T.-F.; Berger, R.; Butt, H.-J.;
Vollmer, D. When and how self-cleaning of superhydrophobic surfaces works. Sci. Adv. 2020, 6, eaaw9727.
[CrossRef]

47. Byun, D.; Hong, J.; Saputra; Ko, J.H.; Lee, Y.J.; Park, H.C.; Byun, B.-K.; Lukes, J.R. Wetting characteristics of
insect wing surfaces. J. Bionic Eng. 2009, 6, 63–70. [CrossRef]

48. Ganesh, V.A.; Raut, H.K.; Nair, A.S.; Ramakrishna, S. A review on self-cleaning coatings. J. Mater. Chem.
2011, 21, 16304–16322. [CrossRef]

49. Wang, S.; Ajji, A.; Guo, S.; Xiong, C. Preparation of microporous polypropylene/titanium dioxide composite
membranes with enhanced electrolyte uptake capability via melt extruding and stretching. Polymers 2017, 9,
110. [CrossRef]

50. Han, H.; Bai, R. Highly effective buoyant photocatalyst prepared with a novel layered-TiO2 configuration on
polypropylene fabric and the degradation performance for methyl orange dye under UV–Vis and Vis lights.
Sep. Purif. Technol. 2010, 73, 142–150. [CrossRef]

51. Dong, P.; Nie, X.; Jin, Z.; Huang, Z.; Wang, X.; Zhang, X. Dual dielectric barrier discharge plasma treatments
for synthesis of Ag–TiO2 functionalized polypropylene fabrics. Ind. Eng. Chem. Res. 2019, 58, 7734–7741.
[CrossRef]

52. Zhang, H.; Li, X.; Han, B.; Wu, H.; Mao, N. Simultaneous reactive dyeing and surface modification of
polyamide fabric with TiO2 precursor finish using a one-step hydrothermal process. Text. Res. J. 2018, 88,
2611–2623. [CrossRef]

53. Zhang, H.; Zhu, H. Preparation of Fe-doped TiO2 nanoparticles immobilized on polyamide fabric. Appl. Surf.
Sci. 2012, 258, 10034–10041. [CrossRef]

54. Ghaffari, S.; Mojtahedi, M.R.M.; Dastjerdi, R. Comparison of the morphological, mechanical, and UV
protection properties of TiO2/polyamide 6 (PA6), and ZnO/PA6 nanocomposite multifilament yarns.
J. Macromol. Sci. Part B 2015, 54, 783–798. [CrossRef]

55. Blanco, M.; Monteserín, C.; Angulo, A.; Pérez-Márquez, A.; Maudes, J.; Murillo, N.; Aranzabe, E.;
Ruiz-Rubio, L.; Vilas, J.L. TiO2-doped electrospun nanofibrous membrane for photocatalytic water treatment.
Polymers 2019, 11, 747. [CrossRef] [PubMed]

56. Khaled, S.M.; Sui, R.; Charpentier, P.A.; Rizkalla, A.S. Synthesis of TiO 2—PMMA nanocomposite: Using
methacrylic acid as a coupling agent. Langmuir 2007, 23, 3988–3995. [CrossRef]

57. Teixeira, S.; Magalhães, B.; Martins, P.M.; Kühn, K.; Soler, L.; Lanceros-Méndez, S.; Cuniberti, G. Reusable
photocatalytic optical fibers for underground, deep-sea, and turbid water remediation. Glob. Chall. 2018, 2,
1700124. [CrossRef]

http://dx.doi.org/10.1016/j.materresbull.2017.12.049
http://dx.doi.org/10.1016/j.jhazmat.2019.120812
http://dx.doi.org/10.1016/j.apcatb.2019.118078
http://dx.doi.org/10.1016/j.jhazmat.2019.05.074
http://www.ncbi.nlm.nih.gov/pubmed/31170571
http://dx.doi.org/10.1016/j.jhazmat.2019.120808
http://dx.doi.org/10.1016/j.scitotenv.2017.11.003
http://www.ncbi.nlm.nih.gov/pubmed/29149739
http://dx.doi.org/10.1163/156856707779238775
http://dx.doi.org/10.1126/sciadv.aaw9727
http://dx.doi.org/10.1016/S1672-6529(08)60092-X
http://dx.doi.org/10.1039/c1jm12523k
http://dx.doi.org/10.3390/polym9030110
http://dx.doi.org/10.1016/j.seppur.2010.03.017
http://dx.doi.org/10.1021/acs.iecr.9b00047
http://dx.doi.org/10.1177/0040517517729382
http://dx.doi.org/10.1016/j.apsusc.2012.06.069
http://dx.doi.org/10.1080/00222348.2015.1037385
http://dx.doi.org/10.3390/polym11050747
http://www.ncbi.nlm.nih.gov/pubmed/31027371
http://dx.doi.org/10.1021/la062879n
http://dx.doi.org/10.1002/gch2.201700124


Polymers 2020, 12, 850 19 of 20

58. Galiano, F.; Song, X.; Marino, T.; Boerrigter, M.; Saoncella, O.; Simone, S.; Faccini, M.; Chaumette, C.; Drioli, E.;
Figoli, A. Novel photocatalytic PVDF/Nano-TiO2 hollow fibers for environmental remediation. Polymers
2018, 10, 1134. [CrossRef]

59. Tan, B.; Gao, B.; Guo, J.; Guo, X.; Long, M. A comparison of TiO2 coated self-cleaning cotton by the sols from
peptizing and hydrothermal routes. Surf. Coat. Technol. 2013, 232, 26–32. [CrossRef]

60. Wu, D.; Wang, H.; Li, C.; Xia, J.; Song, X.; Huang, W. Photocatalytic self-cleaning properties of cotton fabrics
functionalized with p-BiOI/n-TiO 2 heterojunction. Surf. Coat. Technol. 2014, 258, 672–676. [CrossRef]

61. Xu, B.; Ding, J.; Feng, L.; Ding, Y.; Ge, F.; Cai, Z. Self-cleaning cotton fabrics via combination of photocatalytic
TiO2 and superhydrophobic SiO2. Surf. Coat. Technol. 2015, 262, 70–76. [CrossRef]

62. Iavicoli, I.; Leso, V.; Bergamaschi, A. Toxicological effects of titanium dioxide nanoparticles: A review of
in vivo studies. J. Nanomater. 2012, 2012, 964381. [CrossRef]

63. Ze, Y.; Sheng, L.; Zhao, X.; Hong, J.; Ze, X.; Yu, X.; Pan, X.; Lin, A.; Zhao, Y.; Zhang, C.; et al. TiO2 nanoparticles
induced hippocampal neuroinflammation in mice. PLoS ONE 2014, 9, e92230. [CrossRef] [PubMed]

64. Park, E.-J.; Yi, J.; Chung, K.-H.; Ryu, D.-Y.; Choi, J.; Park, K. Oxidative stress and apoptosis induced by
titanium dioxide nanoparticles in cultured BEAS-2B cells. Toxicol. Lett. 2008, 180, 222–229. [CrossRef]
[PubMed]

65. Zhang, X.; Xie, X.; Wang, H.; Zhang, J.; Pan, B.; Xie, Y. Enhanced photoresponsive ultrathin graphitic-phase
C3N4 nanosheets for bioimaging. J. Am. Chem. Soc. 2013, 135, 18–21. [CrossRef]

66. Yang, Y.; Ji, T.; Su, W.; Yang, B.; Zhang, Y.; Yang, Z. Photocatalytic NOx abatement and self-cleaning
performance of cementitious composites with g-C3N4 nanosheets under visible light. Constr. Build. Mater.
2019, 225, 120–131. [CrossRef]

67. Dong, Y.; Ji, X.; Li, F.; Nguyen, T.T.; Huang, Z.; Guo, M. A self-cleaning surface based on heat treatment
of g-C3N4-coated wood prepared by a rapid and eco-friendly method. Holzforschung 2019, 73, 393–399.
[CrossRef]

68. Dong, F.; Wang, Z.; Li, Y.; Ho, W.-K.; Lee, S.C. Immobilization of polymeric g-C3N4 on structured ceramic
foam for efficient visible light photocatalytic air purification with real indoor illumination. Environ. Sci.
Technol. 2014, 48, 10345–10353. [CrossRef]

69. Wang, X.; Wang, H.; Yu, K.; Hu, X. Immobilization of 2D/2D structured g-C3N4 nanosheet/reduced graphene
oxide hybrids on 3D nickel foam and its photocatalytic performance. Mater. Res. Bull. 2018, 97, 306–313.
[CrossRef]

70. Hu, X.; Deng, L.; Ouyang, H.; Wang, H. Immobilization of g-C3N4 nanosheets on diatomite via electrostatic
adsorption and their photocatalytic activity. RSC Adv. 2018, 8, 28032–28040. [CrossRef]

71. Fan, Y.; Zhou, J.; Zhang, J.; Lou, Y.; Huang, Z.; Ye, Y.; Jia, L.; Tang, B. Photocatalysis and self-cleaning from
g-C3N4 coated cotton fabrics under sunlight irradiation. Chem. Phys. Lett. 2018, 699, 146–154. [CrossRef]

72. Lin, H.; Day, D.E.; Stoffer, J.O. Optical and mechanical properties of optically transparent poly(methyl
methacrylate) composites. Polym. Eng. Sci. 2004, 32, 344–350. [CrossRef]

73. Mahmood Raouf, R.; Abdul Wahab, Z.; Azowa Ibrahim, N.; Abidin Talib, Z.; Chieng, B. Transparent blend of
poly(methylmethacrylate)/cellulose acetate butyrate for the protection from ultraviolet. Polymers 2016, 8, 128.
[CrossRef] [PubMed]

74. Soumya, S.; Kumar, S.N.; Mohamed, A.P.; Ananthakumar, S. Silanated nano ZnO hybrid embedded PMMA
polymer coatings on cotton fabrics for near-IR reflective, antifungal cool-textiles. New J. Chem. 2016, 40,
7210–7221. [CrossRef]

75. Karim, K.J.B.A.; Buang, N.A. A review of the properties and applications of poly (methyl methacrylate)
(PMMA). Polym. Rev. 2015, 55, 678–705.

76. Zidan, H.M.; Abu-Elnader, M. Structural and optical properties of pure PMMA and metal chloride-doped
PMMA films. Phys. B Condens. Matter 2005, 355, 308–317. [CrossRef]

77. Wochnowski, C.; Metev, S.; Sepold, G. UV–laser-assisted modification of the optical properties of
polymethylmethacrylate. Appl. Surf. Sci. 2000, 154–155, 706–711. [CrossRef]

78. Abd El-Ghani, W.M.A. Cranioplasty with polymethyl methacrylate implant: Solutions of pitfalls. Egypt. J.
Neurosurg. 2018, 33, 7. [CrossRef]

79. Kalteis, T.; Lüring, C.; Gugler, G.; Zysk, S.; Caro, W.; Handel, M.; Grifka, J. Acute tissue toxicity of PMMA
bone cements. Z. Orthop. Ihre Grenzgeb. 2004, 142, 666–672. [CrossRef]

http://dx.doi.org/10.3390/polym10101134
http://dx.doi.org/10.1016/j.surfcoat.2013.04.048
http://dx.doi.org/10.1016/j.surfcoat.2014.08.019
http://dx.doi.org/10.1016/j.surfcoat.2014.12.017
http://dx.doi.org/10.1155/2012/964381
http://dx.doi.org/10.1371/journal.pone.0092230
http://www.ncbi.nlm.nih.gov/pubmed/24658543
http://dx.doi.org/10.1016/j.toxlet.2008.06.869
http://www.ncbi.nlm.nih.gov/pubmed/18662754
http://dx.doi.org/10.1021/ja308249k
http://dx.doi.org/10.1016/j.conbuildmat.2019.07.189
http://dx.doi.org/10.1515/hf-2018-0118
http://dx.doi.org/10.1021/es502290f
http://dx.doi.org/10.1016/j.materresbull.2017.09.024
http://dx.doi.org/10.1039/C8RA05408H
http://dx.doi.org/10.1016/j.cplett.2018.03.048
http://dx.doi.org/10.1002/pen.760320507
http://dx.doi.org/10.3390/polym8040128
http://www.ncbi.nlm.nih.gov/pubmed/30979233
http://dx.doi.org/10.1039/C6NJ00353B
http://dx.doi.org/10.1016/j.physb.2004.11.023
http://dx.doi.org/10.1016/S0169-4332(99)00435-3
http://dx.doi.org/10.1186/s41984-018-0002-y
http://dx.doi.org/10.1055/s-2004-832317


Polymers 2020, 12, 850 20 of 20

80. Frazer, R.Q.; Byron, R.T.; Osborne, P.B.; West, K.P. PMMA: An essential material in medicine and dentistry.
J. Long Term Eff. Med. Implants 2005, 15, 629–639. [CrossRef]

81. Zhang, Y.; Zhuang, S.; Xu, X.; Hu, J. Transparent and UV-shielding ZnO@PMMA nanocomposite films.
Opt. Mater. (Amsterdam) 2013, 36, 169–172. [CrossRef]

82. Rafatullah, M.; Sulaiman, O.; Hashim, R.; Ahmad, A. Adsorption of methylene blue on low-cost adsorbents:
A review. J. Hazard. Mater. 2010, 177, 70–80. [CrossRef] [PubMed]

83. Chang, F.; Xie, Y.; Li, C.; Chen, J.; Luo, J.; Hu, X.; Shen, J. A facile modification of g-C3N4 with enhanced
photocatalytic activity for degradation of methylene blue. Appl. Surf. Sci. 2013, 280, 967–974. [CrossRef]

84. Svoboda, L.; DvorskÃ 1
2 , R.; Praus, P.; MatÃ 1
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