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Ashes were prepared by annealing selected types of solid fuels (biomass: corn cobs, sunfl ower husks, olive pomace, 
hay pellets and rice husks; coal: lignite and bituminous; and alternative fuel: paper sludge) at different temperatures 
(550oC, 815oC and 975oC). Based on X-ray fl uorescence spectra, the slagging/fouling indexes were used to study 
the effects of the type of ash and the ashing temperature on the ash fouling and slagging properties. Slagging 
indexes were compared with the ash fusion temperatures. Ash fusion temperatures were measured by a LECO 
AF-700. The lowest deformation temperature (below 1000oC) was seen for the ashes prepared from hay pellets 
and corn cobs. On the other hand, the deformation temperature exceeded 1500oC for ashes prepared from paper 
sludge, sunfl ower husks and rice husks. By calculating the different slagging/fouling indexes, all the ashes exhibited 
slagging/fouling problems of varying degrees.
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INTRODUCTION

 Recycling and reusing biomass ashes are essential from 
an economic and environmental perspective1. In addition, 
residual ash forms slag inside boilers, which degrades 
the burning process, decreases heat transfer and causes 
high-temperature corrosion and erosion problems, all of 
which reduce the lifetimes of equipment2, 3, 4. For the 
operation of various types of solid fuel furnaces, it is 
important to know the melting point of the ashes that 
are present. In practice, this temperature determines 
how high combustion temperatures in furnaces can be, 
so as not to cause failures of the combustion devices 
(sealing the gaps in gratings with slag, creating deposits 
on fi replace walls)5. One method for burning fuels with 
low ash-melting temperatures is to use additives6.

The melting point is the temperature at which all com-
ponents contained in an ash are melted. This process takes 
place over a wide temperature interval (200 K or more) 
during which the ash state changes. The compositions 
of the ash and the ambient atmosphere in a combustion 
chamber infl uence the ash melting temperature. Ashes 
mainly contain SiO2, Al2O3, Fe2O3, FeO, CaO, MgO, 
Na2O, K2O, SO3, TiO2 and P2O5. In addition to these 
oxides, ashes can contain different elements (Zn, Pb, 
As, Ge, Be, Ni, Cd, etc.)5. The presence of alkali me-
tals and alkaline earth metals infl uences the formation 
of hard and ash deposits. Alkali metals decrease the 
ash melting point, while alkaline earth metals increase 
the melting point. SiO2 and Al2O3 also infl uence the 
melting temperature by increasing it. However, FeO, 
Fe2O3, TiO2, CaO, MgO, Na2O and K2O decrease the 
melting temperature5.

To estimate the probabilities of deposit and slag for-
ming in combustion units, there are slagging and fouling 
indexes. These indexes are based on the elemental com-
position of biomass ash and its combustion behaviour 
and their equations are mainly based on values obtained 
from coal. The different slagging and fouling indexes 
are the silica content (SiO2)7, silica-alumina ratio (S/A)8, 
chlorine content of the fuel7, 9, basic-to-acidic oxides ratio 

(B/A)7, fouling index (Fu)7, Babcock index (Rs)7, slag 
viscosity index (Sr)7, 9, iron-calcium ratio (I/C)8, total 
alkalis (TA)8, bed agglomeration index (BAI)7 and ash 
fusibility index (AFI)7.

A summary of the slagging and fouling indexes is in 
Table 1, and their calculations are in Table 2.

For biomass fuels (especially fuels that do not contain 
wood), massive slagging of the heat exchange surfaces 
of the boilers during combustion occurs. In our study, 
common biomass fuels were selected, and their ash fu-
sibilities were studied and compared with those of coal 
fuels. The aim was to examine the properties of individual 
biomass fuels to assess the suitability of biomass fuels 
for use in boilers.

Ashes prepared at different temperatures (550oC, 815oC 
and 975oC) from selected types of solid fuels (biomass: 
corn cobs, sunfl ower husks, olive pomace, hay pellets, 
and rice husks; coal: lignite and bituminous; and alter-
native fuel: paper sludge) were analysed to determine 
the infl uence of the ashing temperature and the effect 
of the biomass type on the composition and properties 
of the ashes. Compositional analysis was performed 
together with calculations of the indexes. The effect of 
the ashing temperature on the properties of biomass 
ashes has been previously studied2, 3, 4, 10.

Experimental Section
For the production of ashes, six types of solid biofuels 

were selected (corn cobs, sunfl ower husks, olive pomace, 
hay pellets and rice husks), one representing alternative 
fuels (dried sludge from paper production, paper sludge) 
and two types of fossil fuels (lignite and bituminous coal) 
and are listed in Table 3. Rice husks have been studied 
by different authors10–13, corn cobs by Yao10, 14, 15, sun-
fl ower husks by Rizvi16, and wastes from olives by several 
authors1, 8, 17. The designations and temperatures of the 
ashes are summarized in Table 3. The temperature for 
ash preparation (550oC) was selected according to the 
EN ISO 1812218 standard for solid biofuels, a tempera-
ture of 815oC was selected according to the ISO 117119 
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standard for solid mineral fuels, and a temperature of 
975oC was the temperature used for the determination 
of the major elements by the XRF method.

The ashes were prepared in a temperature-controlled 
annealing furnace. The temperature rise to the desired 
value was gradual to avoid crossing the target temperature 
and the temperature was held at 250oC (for 1 hour) to 

Table 2. The calculations for the slagging and fouling indexes

Table 1. Slagging and fouling indexes
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degas the samples. The required temperature for ashing 
was held for at least 5 hours.

Analytical methods
The prepared ashes were analysed by the following 

methods:
– The determination of the major elements in the 

ashes was performed by elemental analysis of the solid 
ashes by the XRFS method.

– The determination of chloride was performed by 
titration and ion chromatography. For low concentra-
tions of chlorides, the titration method was performed 
according to ČSN EN 196-220. If the chloride concentra-
tion exceeded the determination value of this method, 
the ion chromatography according to US EPA Method 
1011B was used. 

– The determination of the ash fusion temperatures 
was performed by a LECO AF-700 instrument which was 
used to record the height and width of up to 6 bodies at 
one time to determine changes in the shape of bodies.

RESULTS AND DISCUSSION

Ash fusion temperatures
 The resulting values for the deformation temperature 

(DT), the sphere temperature (ST), the hemisphere tem-
perature (HT) and the fl ow temperature (FT) in reductive 
and oxidative atmospheres are shown in Table 4. DT is 
the temperature at which the fi rst signs of rounding, due 
to melting, of the tip or edges of the test piece occur; 
ST is the temperature at which the height of a pyramid 
or truncated cone-shaped test piece is equal to the 
width of the base; HT is the temperature at which the 
test piece approximately forms a hemisphere, and FT 
is the temperature at which the ash melt spreads over 
the supporting tile in a layer.

For biomass, it has been suggested that DT should be 
used as an evaluation index21. The DTs under oxidative 
and reductive atmospheres for all analysed ash samples 
are shown in Fig. 1. In general, the ash fusion tempera-
tures increased with increasing ashing temperature. The 
lowest temperatures are seen for the ashes produced 
from hay pellets and corn cobs, for which the DTs are 
below 1000oC. This could be a problem for fl uidized 
bed or gasifi cation systems that operate below 1000oC. 
In the case of corn cobs, the low fusion temperature 
refl ects its low calcium concentration and high alkali 
concentration, as shown below8. On the other hand, 
for ashes made from paper sludge, sunfl ower husks 
and rice husks, the DT exceeds 1500oC. Paper sludge 
has the highest DT, which can be explained by its high 
silica and calcium contents together with a low alkali 
content, as shown below8.

The differences among the individual fusion tem-
peratures (DT, ST, HT and FT) of the coal ash samples 
prepared at 815oC and 975oC are small and within the 
reproducibility tolerance of the applied method (± 40 K). 
The differences among the individual fusion tempera-

Figure 1. Deformation temperatures in oxidative and reductive atmospheres for biomass and coal ashes

Table 3. Sample designations and preparation temperatures of 
the ashes
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rice husks, whereas it is extremely low in sunfl ower 
husks. Of the samples, rice husks and corn cobs typi-
cally have the lowest content of CaO, whereas paper 
sludge characteristically has the highest content of CaO 
due to the naturally high content of CaO in wood8. An 
extremely high concentration of K2O is characteristic of 
sunfl ower waste and corn cobs; in contrast, an extremely 
low content of K2O is seen in paper sludge. The highest 
concentration of MgO is typically seen in sunfl ower husks, 
whereas the lowest content of MgO is characteristically 
seen in rice husks. An extremely low content of P2O5 
is typical for rice husks and paper sludge. The lowest 
value of Al2O3 is characteristically seen in sunfl ower 
husks and rice husks. An extremely low concentration 
of SO3 is typical for rice husks and paper sludge. The 
lowest content of Fe2O3 is characteristically seen in rice 
husks. An extremely low content of Na2O is typical for 
rice husks and paper sludge24.

tures for the olive pomace ashes prepared at different 
temperatures are within the range of 40–100 K under 
a reductive atmosphere, and it is not possible to distin-
guish between them due to the fusibility temperatures 
being > 1500oC for rice husk ash.

Signifi cant differences among sequential fusion tem-
peratures at the ash preparation temperature of 550oC 
can be observed for the hay pellet ash, which indicates 
a slow fouling rate inside the boilers.

Major element and chloride concentrations in the ashes
The oxides in biomass ashes can be divided into acidic 

oxides (SiO2, Al2O3, SO3, etc.) and basic oxides (K2O, 
CaO, MgO, Na2O, Fe2O3, P2O5, etc.). The concentra-
tions of the major elements and chlorides are shown in 
Table 5, Figs. 2 and 3.

As presented by Vassilev24 and in agreement with our 
study, a high concentration of SiO2 is characteristic of 

Table 5. Concentrations of the major elements and chlorides in the ashes

Table 4. Determination of ash fusion temperatures
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The presence of Al2O3, MgO, CaO, Fe2O3 and SiO2 
in ash may increase the melting point, while the presen-
ce of P2O5, Na2O and K2O may decrease the melting 
point11, 21, 25. Thus, SiO2, Al2O3 and CaO may increase 
the melting point in the case of paper sludge ash and 
olive pomace ash. High amounts of P2O5, Na2O and 
K2O may decrease the melting point of corn cob ash. 
Ashes prepared from corn cobs and sunfl ower husks at 
550oC have high amounts of potassium, which enables 
them to be easily sintered. A low melting temperature is 
observed for the corn cob ash, which is consistent with its 
high potassium content. High melting temperatures are 
seen for the paper sludge ash and rice husk ash, which 

is in agreement with their low potassium contents. For 
the other ashes, their melting temperatures cannot be 
expressed as a function of their potassium contents16. 
Alkali metals can easily evaporate at high temperatures 
when in the form of inorganic salts, such as chlorides, 
oxides and sulfates11, 21. Alkalis are known to produce 
molten salt mixtures via vaporization, condensation and 
secondary reactions8. The enrichment of potassium, sulfur 
and chlorine in ash is very harmful because of the risk 
of corrosion24, 26. The corn cob ash has a higher chlorine 
content than other ashes. The higher concentrations of 
Si and Al in the hay pellet ash can trap alkali halides 
(KCl as analysed by XRD, not shown) via the formation 

Figure 2. Contents of the major elements and chlorides for biomass ashes prepared at 550oC

Figure 3. Contents of the major elements and chlorides for biomass and coal ashes prepared at 815oC and 975oC
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of silicates and aluminosilicates and promote formation 
of deposits on the hot surfaces in boilers2.

Lignite and bituminous coal are dominated by 
SiO2-Al2O3, which is common for many hard coals27. The 
lignite ash contained a large amount of Fe2O3. Elements 
such as Al, Fe and Ti had higher concentrations in the 
coal ashes than in the biomass ashes24.

In general, the contents of CaO, MgO, Fe2O3, Al2O3 
and non-metallic P2O5 and SiO2 increased with increasing 
ashing temperature for olive pomace ash and rice husk 
ash (at 550oC and 975oC)2, 11. The greatest difference 
between the different ashing temperatures for the olive 
pomace ash was in the content of K2O, the concentration 
of which decreased with increasing ashing temperature.

Calculation of the slagging and fouling indexes for the 
combustion of biomass and coal

The values of the different indexes are summarized in 
Tables 6 and 7 and Figs. 4 and 5. The slagging indexes 
were compared with the ash fusion temperatures.

The lignite ashes show a medium to high tendency for 
slagging/fouling, except for their Cl and bed agglomera-
tion indexes. The results of the slagging/fouling indexes 
are much different for the bituminous coal ashes, as the 
Cl, B/A, Rs, Sr and bed agglomeration indexes show low 
tendencies for slagging/fouling; on the other hand, the 
SiO2, silica-alumina ratio, fouling index, iron-calcium 
ratio, total alkalis and AFI values show medium to high 
inclinations for slagging/fouling.

In the case of the SiO2 content, hay pellet ash and 
rice husk ash for all preparation temperatures have 
a high inclination for slagging. The high levels of silica 
in the biomass fuels may be caused by contamination 
with soil or sand7.

The B/A value is less than 0.5 for the rice husk ash 
but is signifi cantly higher for the sunfl ower husk ash. The 
low B/A index for rice husk ash can be attributed to its 
high SiO2 content, which implies an increased presence 
of acidic compounds. In general, the B/A index of olive 

Table 7. Ash fusibility index (AFI) and deformation temperature (DT) for selected ashes

Table 6. Slagging and fouling indexes for selected ashes
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pomace ash and rice husk ash decreased with increasing 
ashing temperature, meaning there are more acidic oxides 
and less basic oxides in these ashes. The calculation of 
the Rs index is derived from the B/A index, which is 
extremely high for sunfl ower husk ash and mid-range 
for olive pomace ash prepared at 550oC.

The slagging probabilities were high for ashes prepared 
from paper sludge, corn cobs, sunfl ower husks and olive 
pomace according to their Sr ratios, which were lower 
than 65.

The slagging tendency based on the silica-alumina ra-
tio was high for the ash prepared from olive pomace at 

550oC. The slagging tendency based on the iron-calcium 
ratio was high for corn cob ash.

The ash fusibility index (AFI) was extremely high for 
hay pellet ash and corn cob ash under oxidative and 
reductive atmospheres. A low AFI was calculated for 
olive pomace ash prepared at 975oC, paper sludge ash, 
sunfl ower husk ash and rice husk ash. The remaining 
ashes had mid-range values of AFI.

According to the chloride content, extremely high foul-
ing inclinations were seen for corn cob ash, sunfl ower 
husk ash and olive pomace ash prepared at 550oC, and 
a high fouling inclination was seen for hay pellet ash.

Figure 5. Slagging and fouling indexes for biomass and coal ashes prepared at 815oC and 975oC

Figure 4. Slagging and fouling indexes for biomass ashes prepared at 550oC
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The value of the Fu fouling index of rice husk ash is 
less than 0.6. Thus, there is only a low probability of 
fouling. In the case of paper sludge ash, hay pellet ash 
and olive pomace ash prepared at 975oC, their fouling 
index values are in the range of 0.6–40; therefore, they 
have a mid-range probability of fouling. Ashes from 
olive pomace prepared at 550oC and 815oC, corn cobs 
and sunfl ower husks have fouling index values over 40, 
indicating that their probabilities of fouling are high. 
The fouling tendency based on total alkalis was high 
for all types of ash.

The results show that the ashing temperature of rice 
husks did not have a signifi cant infl uence on its index 
values.

The calculated slagging indexes did not always match 
the results of the fusion temperatures of the ashes listed 
in Table 3. For example, the ash fusion temperatures 
for sunfl ower husk ash is > 1500oC, while the values of 
B/A index, Rs index, Sr index, and bed agglomeration 
index indicate a high or extremely high tendency for 
slagging. Based on practical applications, ashes prepared 
from the combustion of sunfl ower husks lead to slagging 
in boilers; therefore, their ash fusion temperatures should 
be lower. On the other hand, good agreement of the fu-
sion temperature (DT) with the slagging indexes is seen 
in the case of corn cob ash, for which the B/A index, 
Sr index, iron-calcium ratio, bed agglomeration index 
and AFI are in the range of high or extremely high. 
Additionally, for rice husk ash, when the fusion tem-
peratures are > 1500oC, the slagging index values are 
low except for those of SiO2 and the bed agglomeration 
index, which are high.

SUMMARY

Ashes were prepared by annealing selected types 
of solid fuels (biomass, coal, and alternative fuels) at 
different temperatures (550oC, 815oC and 975oC). Ash 
fusion temperatures were measured by a LECO AF-700 
instrument. The lowest deformation temperature (below 
1000oC) was seen for the ashes prepared from hay pel-
lets and corn cobs. On the other hand, the deformation 
temperature exceeded 1500oC for ashes made from paper 
sludge, sunfl ower husks and rice husks.

The effects of the major element and chloride con-
centrations on the melting temperatures of the ashes 
were compared. SiO2, Al2O3 and CaO may increase the 
melting point in the case of paper sludge ash and olive 
pomace ash. High amounts of P2O5, Na2O and K2O 
may decrease the melting point of corn cob ash. Ashes 
prepared from corn cobs and sunfl ower husks can easily 
be sintered due to high amounts of potassium. A low 
melting temperature was seen only for the corn cob ash, 
which is consistent with its high potassium content. In 
contrast, paper sludge ash and rice husk ash, which had 
low potassium contents, have high melting temperatures. 
The corn cob ash has a higher content of chlorine than 
the other ashes, which can be harmful because of the 
corrosion risk. Increased ashing temperature resulted in 
an increase in the CaO, MgO, Fe2O3, Al2O3 and non-
metallic P2O5 and SiO2 contents in olive pomace ash and 
rice husk ash (prepared at 550oC and 975oC).

Slagging and fouling properties were investigated by 
calculating the slagging and fouling indexes. The cal-
culated slagging indexes did not always agree with the 
results of the ash fusion temperatures. For example, the 
deformation temperature for sunfl ower husk ash was > 
1500oC, while the values of the B/A ratio, Rs index, Sr 
index, and bed agglomeration index resulted in a high 
tendency for slagging.

In conclusion, the use of calculated indexes for biomass 
ashes is limited. Therefore, new indexes should be created 
from real-world combustion results and be determined 
based on the combustion device, and conditions as well 
as the physicochemical characterization of the biomass 
fuels and their ashes.
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